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ZHEJIANG DAIAN COMMODITY CO.,LTD .

PHOENIX HILL INDUSTRIES ZONE,WUYI,ZHEJIANG,CHINA 321200

.

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SHAHG1422112501 DATE: 2014/11/26.

The following sample(s) was/were submitted and identified on behalf of the clients as : JUICE CUP SNACK CUP .

SGS Job No. : SHHG1411041948CW - SH .

Client Ref. Information : . DA-476D DA-477D DA-473D DA-479D .

Supplier :. ZHEJIANG DAIAN COMMODITY CO.,LTD .

Manufacturer : . ZHEJIANG DAIAN COMMODITY CO.,LTD .

Country of Origin : . CHINA.

Country of Destination : . AMERICA.

Date of Sample Received : . 20 Nov 2014.

Testing Period : . 20 Nov 2014 - 26 Nov 2014 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

FDA 21 CFR 180.22 & 181.32- Acrylonitrile monomer .. PASS.

FDA 21 CFR 177.1640- Total residual styrene . PASS.

Signed for and on behalf of

SGS-CSTC Ltd. .

. .
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This document cannot be used for publicity, without 

prior written approval of the SGS.

Approved Signatory .

JJ Fan.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA14-221125.001 ABS.White plastic inner lid .

SN2. SHA14-221125.002 PS.Transparent plastic liner .

FDA 21 CFR 180.22 & 181.32- Acrylonitrile monomer.

Test Requested : . As specified by the client, to determine acrylonitrile monomer extraction for finished 

food-contact articles containing acrylonitrile copolymers and resins for compliance with Food 

and Drug Administration Regulations .

Test Method : . With reference to FDA 21 CFR 180.22 & 181.32. .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001

Acrylonitrile 

monomer content

Comment.

Distilled water .. 24.0hr(s).. 120℉.. 0.003mg/inch² . <0.001mg/inch² .. PASS..

FDA 21 CFR 177.1640- Total residual styrene.

Test Requested : . As specified by client, to determine the amount of total residual styrene from polystyrene for 

compliance with Food and Drug Administration Regulations. .

Test Method : . With reference to FDA 21 CFR 177.1640. .

MDLTest Item(s). Limit. Unit. 002.

Total residual styrene . 1 % (w/w). 0.1 ND

Comment. PASS
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Sample photo: .

SHAHG1422112502  A01

SHA14-221125.001 .

SHAHG1422112502  A01

SHA14-221125.002 .
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SHAHG1422112502  A01

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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