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WEHLARLHK  HINH IR A R AR

Company Name SHENZHEN HUANXIE TECHNOLOGY CO. LTD

shown on Report

Hyo Hk RYNTT S 22 XA R AT E R S AL X P %9 5

Address WEST OF TANTOU COMMUNITY, SONGGANG STREET, BAOAN DISTRICT,
SHENZHEN CITY

PAF IR 2 e i B i B E B R AR B IA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

SRR i PER; 2121

Sample Name PE dust cap

B bR H 3 2024.06.25

Sample Received Date Jun. 25,2024

FE s A H A 2024.06.25-2024.06.28

Testing Period Jun. 25,2024 to Jun. 28, 2024

TP SR IRYEZE PR, W TR A RE S R HOAT (Ph), 4% (Cd), K (Hg), 7SHrds (Cr(VI)),

B (PBBs), % ¥ — Kk (PBDEs), <BZK — i (DBP, BBP, DEHP, DIBP),
BE), &L, BWBr), B FEATIM.

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (Cl),
Bromine (Br), lodine (I) in the submitted sample(s).

I HE /A 45 R HZ T
Test Method/Test Result(s) Please refer to the following page(s).

Date

47 a% lé o 2024.06.28

HNE
HARZH Technical Manager No. R677501788
Hir R A A TR AR VRN 5522 DX B 22 4 T M AR A DX A ) R
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%% Conclusion

T3AAE WRIEIRUE/ 154 LEE
Tested Sample According to standard/directive Result
PEASHE N KK EHRoHSH54-2011/65/BU K& HABTT #5 4 (BU) iy
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

st s s o s ok sk ke ok sk ok sk ot sk sk o sk ok sk sk ok sk ok s ot sk sk ok s ok sk st sk sk ok s ok sk st ok s ok s ot sk sk ok s ok sk st sk sk ok s ok sk st ok s ok s ok sk sk o sk ok sk ok sk sk ok s ok sk sk ok s ok ok sk sk sk sk ok sk ok sk kR sk ok Rk o

FFE R H I 45 53 2 B HIRoHS $E 4-2011/65/EU X HAEIT #5 4 (EU) 2015/863F R IFIBRAA -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.
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ﬁ‘ﬁlﬂﬁiﬁ Test Method
N NN A
A Wi AR
Measured
Test Item(s) Test Method Equipment(s)
& IEC 62321-5:2013 ICP-OES
Lead (Pb)
4 IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
Vav /x-S TEC 62321-7-2:2017H1/8{1EC 62321-5:2013

Hexavalent Chromium (Cr(VI))

[AWERE Sy
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

EZLNTSS IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
LR TRk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H IR IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
s ZHEN 14582:2016 e
Fluorine (F) Refer to EN 14582:2016
£ ZHEN 14582:2016 e
Chlorine (Cl) Refer to EN 14582:2016
H Z#EN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
filt Z2EEN 14582:2016 Ic
Iodine (I) Refer to EN 14582:2016

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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KL R Test Result(s)

WRIF H Tested Item(s) £ Result JriEkr R FRAEL
001 MDL Limit

HY Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7SS Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

WRITE Tested Item(s) %32 Result JTVERTH R PRAE
001 MDL Limit

ZIRBE Polybrominated Biphenyls (PBBs)

—JRELAK Monobromobiphenyl N.D. 5 mg/kg

TREEZR Dibromobiphenyl N.D. 5 mg/kg

—VREXZ Tribromobiphenyl N.D. 5 mg/kg

PUVRIEZR Tetrabromobiphenyl N.D. 5 mg/kg

TLIREE Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

INIREEZR Hexabromobiphenyl N.D. 5 mg/kg

LIREEZE Heptabromobiphenyl N.D. 5 mg/kg

JAIREEZR Octabromobiphenyl N.D. 5 mg/kg

JUIREXR Nonabromobiphenyl N.D. 5 mg/kg

TREKZK Decabromobiphenyl N.D. 5 mg/kg

W E Tested Item(s) 4R Result T A R R
001 MDL Limit

% R —ZXB Polybrominated Diphenyl Ethers (PBDEs)

— VR ZKWF Monobromodiphenyl ether N.D. 5 mg/kg

TR T 2KWF Dibromodiphenyl ether N.D. 5 mg/kg

VR ZKEF Tribromodiphenyl ether N.D. 5 mg/kg

VUyR —2KW#F Tetrabromodiphenyl ether N.D. 5 mg/kg

TR 2K Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

75NIR ORI Hexabromodiphenyl ether N.D. 5 mg/kg

VR 7K Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K Octabromodiphenyl ether N.D. 5 mg/kg

JUIR 2K Nonabromodiphenyl ether N.D. 5 mg/kg

1R T IR Tk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400

-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700
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KL R Test Result(s)
- & R
WRIF H Tested Item(s) R Result JriEkr R BE{E

001 MDL Limit
4R % — FHFREE Phthalates (DBP, BBP, DEHP, DIBP)
87 —HIR — Tl8 Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DBP)
CAS#:84-74-2
SRR —HIR T A RS Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)
CAS#:85-68-7
AR ZHIR — (2-23) OBfs Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

S8R W — 5 T I8 Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)

CAS#:84-69-5

ST 755 Result .

WRIH H Tested Item(s) a 001 JriERy R MDL
% Fluorine (F) N.D. 10 mg/kg

& Chlorine (Cl) N.D. 10 mg/kg

% Bromine (Br) N.D. 10 mg/kg

fif Todine (I) N.D. 10 mg/kg
FE R /BRI Sample/Part Description

FPg  CTIFEMID iR

No. CTI Sample ID Description
1 001 EREE DL

White translucent plastic

I TR, R RS CEETE.

N.D. =R ChTI5ER 1 R)

-mg/kg =ppm = H Ji73 L —

-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL )

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%
YR AH S P MRS BRI, 2, R B, e R E
Note: The testing data and result(s) in this report is(are) just for scientific research, education,

internal quality control and product development etc.

ww.cti-cert.com  E-mail:info(
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(9%

Hotline:400-6788-33

\E i U7 na 10080 A, 7/



CTI IE:0 12
Rl 4 5

Test Report

RERS  A2240371353101001E %6 7 38 T
Report No.  A2240371353101001E Page 6 of 8

*ﬁﬂﬂﬁﬁ Test Process

1. #(Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

FRER AT ERN AT RE AT T A
Weigh sample and place it ::> Add digestion reagent :D' Digest the sample

in a vessel

FA 2R A0/ 8 AR
el R
ICP-OES 21 - 2 B ry Ashing/ .
H 45 M HETK E il Alkali Fusion/ Residue i i
Analyzé d by {:I Make up with Acid Dissolution <:
ICP-OES deionized water Filtration
I
Solution
2. 7 (Hg)
Mercury (Hg)
et VBLFEAL AR PN ane : o R
& S?;T;p Vi::snel place It — Add digestion reagent Digest the sample
FHAE /W A
PO <: BR
H ICP"OES LETKER Alkali Fusion/ Residue o
Zn <:| Make up with Acid Dissolution L
Analyzed by L ) )
ICP-OES deionized water — Filtration
Wi
Solution
3. A (Cr (VD))
Hexavalent Chromium (Cr(VI))
RERMTRERN P »
Weigh sample and place it — I ).‘\ i ﬁigﬁt” J " iH % FF
in a vessel Add digestion reagent Digest the sample
A0 VA S pHL {5 wH, it
Add test solution I Ad'lo gstthzh:o;l)uHﬁ;illlue | Cool and filter
T RE R pHL {H P& TKE F UV-Vis 4317
Adjust the pH value — Malke up with > Analvzed by UV-Via
of the solution deionized water Y Y

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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4. ZWRELIK (PBBs), 258 7KWk (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

g7 38

I

Page 7 of 8

REFATEE T FIA HLIE 77 2 AR
Weigh le and pl " Extracted with "
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
Make up wit K— Transfer the extract into a
— ke up with (— fer th i
Analyzed by GC-MS . ,
organic solvent volumetric flask

5. A7 — HERES (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

REFEm T EEH R LA I 2E R
Weigh le and pl — Extracted with —"
c1g7 sapTe and place Hractee Wi Concentrate the extract
it in a thimble organic solvent
F] GC-MS 43 A WL e 5 FBEEREREEERA
—] Make up with K] Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flagk

6. ®EF), K(ECD, ®EGr), B

Fluorine (F), Chlorine (Cl), Bromine (Br), Iodine (I)

PR R TN A (e BB R B
Weigh and place sample ma |— — Combust the sample in
B P P Fill the bomb with oxygen | g
sample cup of bomb oxygen bomb
F IC 4 #7 FH K e R HEHRRITRRFEERN
N Make up with K—]  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@ct

cert.com
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PRSI A

Photo(s) of the sample(s)
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75 B Statement :

L AR A NSy B TR SR i I 44 F o AL
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. WEIA AT AR S B SR RS S T IR, RIEE RO ISR 3T, CTIRAZ SR FLse
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. ARHR AR I 2 SR AR SZ A o 47 5
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAERA U, RESIRILAC-G8:09/2019 / CNAS-GLO15:2022 5 F ] 8. 52 5% (w=0) — J0. 3 & UUHEAT 75 & M0 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RECTIHHFEE, AMIEHDEHIAMRE

Without written approval of CTI, this report can’t be reproduced except in full;

6. WS IR S H IS SCA B SN E A ER, Blh O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

ot g e

**%* End of report ***
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