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DEZHOU MUJIN BUILDING MATERIAL CO., LTD.     

NO.31-B, XICHANG EAST AREA, TIANQU INDUSTRIAL AREA, DECHENG, DEZHOU CITY, SHANDONG 

PROVINCE, CHINA  

 

Sample Description: CARPET    

Color: GREY    

Composition: 100% POLYESER       

Style/Item No.: /   

Manufacturer: DEZHOU MUJIN BUILDING MATERIAL CO., LTD.      

End Use Application: FOR FLOOR       

The above sample(s) was / were submitted and identified on behalf of the client. SGS is not responsible for 

the authenticity, integrity and results of the data and information and / or the validity of the conclusion arising 

therefrom. Results apply to the sample as received. 

****************** 

Test Requested:  

16 CFR Part 1630 Standard for the surface flammability of carpets and rugs (FF 1-70). 

Test Results: -- See attached sheet – 

Test Period:  

Sample Receiving Date : OCT.15, 2024  

Test Performing Date : OCT.15, 2024 TO OCT.21, 2024  

Signed for and on behalf of               

SGS-CSTC Standards Technical Services Co., Ltd. Anji Branch 

 

 

 

Echo Li        
Approved Signatory      
 

中国认可中国认可中国认可中国认可    

国际互认国际互认国际互认国际互认    

检测检测检测检测    

TESTING 
CNAS L4743 
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Test Conducted   

The test was conducted in accordance with 16 CFR Part 1630 Standard for the surface flammability of 

carpets and rugs (FF 1-70).   

Test Specimen 

Description Carpet 

Color Grey 

Size of specimen 230 mm × 230 mm      

Conditioning: 

Washing and drying procedure: None  

Prior to testing, the specimens were placed in circulation drying oven at 105 °C (221 °F.) for 2 hours.  

Test Results  

Specimen No. 1 2 3 4 5 6 7 8 

The shortest distance between the edge of the 
hole in the flattening frame and the charred area 
(mm) 

84 85 83 85 80 84 83 83 

The number of specimens be tested in which the 
charred area does not extend to within 25.4mm of 
the edge of the hole in the flattening frame 

8 

Test criterion: The charred portion does not extend to within 25.4 mm (1.0 in.) of the edge of the hole in the 

flattening frame at any point.     

Acceptance criterion: At least seven of the eight specimens shall meet the test criterion in order to conform 

with this standard.   

Overall Result: PASS 

The tested sample meets the acceptance criterion of 16 CFR Part 1630. 

Statement: This declaration of conformity is only based on the result of this laboratory activity, the impact of 

the uncertainty of the results was not included.   
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Photo Appendix: 

SGS authenticate the photo on original report only 

***End of Report*** 
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