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Applicant: Ohyeah Trade(Xiamen) Co., Ltd

Address: Room 412, No. 78 Huli Avenue, Huli District, Xiamen City,Fujian Province,China

The following merchandise was (were) submitted and identified by client as:

Sample Name:
Lace used for a170
Tulle net used for a170

Sample Received Date: Jan. 15, 2025

Completed Date: Jan. 20, 2025

Test Requested and Conclusion(s):
No. Test Sample Standard and Requirement Conclusion(s)

1) Submitted sample
Client’s Requirement
- Formaldehyde

PASS

Test Result(s): Please refer to next page(s).

Prepared by: Anne Checked by:Crystal Approved by: Miya
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Test Result(s):

1) Client’s Requirement
Formaldehyde
Method: JIS L 1041:2011 Method B, was analyzed by Ultraviolet visible Spectrometry (UV-Vis).

Material No.
MDL
(mg/kg)

Client’s Requirement
(mg/kg)

Result
(mg/kg)

Conclusion

1 16 ≤75 N.D. PASS

2 16 ≤75 N.D. PASS

Note: 1 mg/kg = milligram per kilogram(ppm).
2 N.D. = Not Detected (< MDL).
3 MDL=Method Detection Limit

Test Material List
The following materials apply only to the samples submitted for chemical testing.
Material No. Description Location

1 Black mesh gauze Whole
2 Black lace cloth Whole
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Photo of Sample:

***End of Report***


