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ITY CO.LTD.

IN WUY! MINGHONG MACHINERY MANUFACTURING CO.,LTD.)LIUZHAI VILLAGE QUANXI WUYI JINHUA,
ZHEJIANG PROVINCE , CHINA,321300.

The following sample(s) was/were submitted and identified on behalf of the clients as : STAINLESS STEEL

THERMOS CUP
SGS Job No. :

Iltem No. :
Manufacturer :
Style No. :

Date of Sample Received :

Testing Period :
Test Requested :
Test Method :

Test Results :

Result Summary :

NBHL2007010803CW - NB

NOT PROVIDED

YONGKANG BESMALL METAL PRODUCTS CO.,LTD.
NOT PROVIDED

21 Jul 2020

21 Jul 2020 - 27 Jul 2020

Selected test(s) as requested by client.

Please refer to next page(s).

Please refer to next page(s).

Test Requested

Conclusion

Total chromium (FDA GRAS)
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PASS

of

SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch

lﬁs Yo

scan to see the report

= ;'El_' [=]

Iris Xiao
Approved Signatory

=)
, IR o
ﬁ‘_ialnspecﬁon & Testing Services &

.y

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at hittp://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents a Jlwww.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification and jur 1 issues therein. Any holder of

advised that information contained hereon reflects the Company's findings at the time of its intervention only and with
Client's instructions, if any. The Company’'s sole responsibilit:

s document is
in the limits of
is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing linspectlion report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

No.1177, Lingyun Road, Hi-Tech Zone, Ningbo, Zhejiang, China 315040 tE&E (86-574)83070249 WWW.Sgsgroup.com.cn
ME- WL THEHREZEI177S  #45: 315040 tHL (86-574)89070271 tML (86-574)89070242 sgs.china@sgs.com

i
Member of the SGS Group (SGS SA)




Test Report No. NGBHG2003423301 Date: 27 Jul 2020

Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 NGB20-034233.001  Silvery stainless steel cup inner

Remarks :
(1) mg/dm? = milligram per square decimeter
(2) mg/kg = milligram per kilogram
(3) °C= degree Celsius
(4) < =less than
(5) MDL = Method Detection Limit
(6) ND = Not Detected ( < MDL)

Total chromium (FDA GRAS)

Test Method : Acid digestion, followed by analysis using ICP-OES.

Test ltem(s) Limit 001
Total Chromium,% 216 19.0

Notes :

(1) % = percentage of weight by weight
(2) = = great than or equal to

overleaf, available on request or accessible at hitp://;

subject to Terms and Conditions for Electronic al

L e except in full, without prior written approval of the Company. Any unautherized alteration, for?
. FREEEHEL o appearance of this document is unlawful and offenders may be prosecuted to the fullest extent o
'ﬁ}j Inspection & Testing Services &5 results shown in this test report refer only to the sample(s) tested .

By

or email: CN.Doccheck@sgs.com

No.1177, Lingyun Road, Hi-Tech Zone, Ningbo, Zhejiang, China 315040 tE&E (86-574)89070249

4

Page 2 of 3

Material
(claimed by the client)
STAINLESS STEEL
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Sample photo:
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NGBHG2003423301

NGB20-034233.001

NGBHG2003423301
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SGS authenticate the photo on original report only

*** End of Report ***
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