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GUANGZHOU VAZOTEL ELECTRONIC TECHNOLOGY CO.,LTD
ROOM 518, BUILDING 1, NO. 9, SHINAN 2ND ROAD, DASHI STREET, PANYU DISTRICT, GUANGZHOU,CHINA

Sample Descriptions : VAZOTEL 3X SUPER STRONG EZ APPLICATOR SET TEMPERED 
GLASS

Style No.(s) : FOR IPHONE 16 PRO

Item No.(s) : VAZOTEL 3X SUPER STRONG EZ APPLICATOR SET TEMPERED 
GLASS

Country of Origin : CHINA

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
Sample Receiving Date : May 27, 2025

Test Performing Date : May 27, 2025 to Jun 04, 2025

Test Performed : Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

—————————————
Arthur Mak
Authorized Signatory
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*** SGS Ref No.: GZMR250501622201 ***

Summary of Results:

No. Test Item Test Method Result Conclusion 

1 Ball lmpact Resistance Provided by client

Out of 10 pieces, 10 

pieces no visual 

cracking

Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.

1. Test Item: Ball lmpact Resistance

Sample Description: A-Finished product

Test Method: Provided by client

Test Condition: 

Place the steel ball at the center point of the magnetic attraction and adjust the position where the steel ball falls 

onto the acrylic frame (The most important thing is that the ball must land at the center point of the glass). Place 

the glass sheet on the acrylic frame. Turn on the ball drop switch (steel ball 63-64g, drop height 150cm). Catch 

the bouncing steel ball with your hand and continue to impact it twice (3 impacts per piece).

Lab Environmental Condition: ( 23 ± 2 ) °C, ( 50 ± 5 ) %RH
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Test Result:

Sample A

Test Item Test Result Client's Requirement Conclusion

Ball lmpact Resistance
Out of 10 pieces, 10 

pieces no visual cracking

Out of 10 pieces, 8 pieces 

did not crack and passed 

the test

Pass

  
Note: The protected film of test specimens was ripped off before test.

Test Photo:

Original Sample-Sample A Steel Ball(Provided by client)
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Acrylic Frame(Provided by client) Before Test-Sample A

After Test-Sample A After Test-Sample A-Local Part
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Equipment Information:  

Equipment Name Model Equipment No. Calibration date
Next Calibration 

date

Falling Ball Impact 

Tester
MY-8310-G GZMR-AG-E005 2024-10-11 2025-10-10

Appendix information: 

*Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 

Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***
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