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JINHUA JINSHUO NETWORK TECHNOLOGY CO., LTD.
ROOM 201,F2,SUITE B BUILDING 4,NO.1313 OF LIYU ROAD, WUCHENG DISTRICT,JINHUA 
CITY,ZIP321000,ZHEJIANG,CHINA

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Woven fabric (100% COTTON TWILL 237GSM NAVY COLOR)

Buyer : SUG
SGS Internal Ref.No. : CZHL2401000916HI
Sample Color : (A)NAVY
Ref. No. : 1495439
Item No. : LOV6004NV
P.O. No. : 1495439
Country of Origin : China
Other Info. : Country of Destination: U.S.A / Sample Type: Samples from bulk

Proposed Care Instruction : -

Sample Receiving Date : Feb 01, 2024
Testing Period : Feb 02, 2024 - Feb 05, 2024
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 

Conclusion A
Color Fastness To Perspiration PASS
Fiber Content PASS

Remark(s) : PASS=Meet Client's Requirement

Signed for and on behalf of  
SGS-CSTC Standards Technical Services (Changzhou) Co., Ltd Testing Center  
     

    

    
     
Susan Dong (Account Executive)   
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Test Result

Color Fastness To Perspiration

(AATCC TM15-2021;acid perspiration solution)

- Unit A Requirement
Change in Shade Grade 4.5 Min.4.0
Staining On Multi-fibre Stripe -
Acetate Grade 4.0 Min.3.0
Cotton Grade 4.0 Min.3.0
Nylon Grade 3.5 Min.3.0
Polyester Grade 4.5 Min.3.0
Acrylic Grade 4.5 Min.3.0
Wool Grade 4.0 Min.3.0

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best.

Fiber Content
(AATCC TM20-2021)

Requirement 
(A)

Cotton (%) 100  100%
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Sample Photo

The statement of conformity in this test report is only based on measured values by the laboratory and does not 
take their uncertainties into consideration.

***End of Report***
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