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QINGDAO KEKKO TRADING CO., LTD.
RM 20H, JINFU MANSION, NO.22, SHANDONG ROAD, QINGDAO, CHINA

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A)Knitted Indoor Wear

Buyer : NTD APPAREL INC.
Sample Color : (A)BLACK/RED/LIME/YELLOW/WHITE
Composition : (A)Sock: 98%Acrylic 2%Spandex Sherpa Lining: 100%Polyester
End Use : (A)INDOOR WEAR
Style No. : DS2160X, DS2161X, PT3232X, PT3233X
Order No. : PO 4010255
Manufacturer : ZHUJI YORUN SOCKS INDUSTRY CO., LTD.
Supplier : QINGDAO KEKKO TRADING CO., LTD.
Country of Origin : China
Country of Destination : Canada

Sample Receiving Date : Aug 09, 2024
Testing Period : Aug 09, 2024 - Aug 14, 2024
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant 



Test Report SL22402323142801TX Date:August 14,2024   Page 2 of 5

Conclusion A Remark
Flammability Test PASS

Remark(s) : PASS=Meet Client's/General Requirement

Signed for and on behalf of
 

SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.
 

     
    

    
     

York Yao (Account Executive)
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Test Result

Textile Flammability Regulations of Canada 
(SOR/2016-194) 
Test method:  Flammability of Textiles—Method F01(2023-05-02)
                           CAN/CGSB-4.2 No.27.5-2023
Textile products other than bedding 
Sample: ___A body___
Fabric Surface:    Smooth
Based on the preliminary testing, the surface and the direction of the sample to be tested is as below:
Tested surface: Face 
Tested direction: Lengthwise 

Test Results:
Original

Flame Spread Time (Sec.) Burn Code
1. / 1. DNI
2. / 2. DNI
3. / 3. DNI
4. / 4. DNI
5. / 5. DNI
AVG.         Sec. For #     Specimens

Burn code:
Code Description
DNI Did Not Ignite

Flammability Requirement:
Textile products other than bedding
1)  Products without raised fibre surface: The flame spread time for textile products without a raised fibre surface 
must be greater than 3.5 seconds.
2)  Products with raised fibre surface: The flame spread time for textile products with a raised fibre surface that 
exhibits ignition or fusion of its base fibres must be greater than 4 seconds.

Dry cleaning & Washing instructions:
In original states.

Comment:
The submitted sample complies with the flammability requirements for textile products other than bedding items 
under Textile Flammability Regulations (SOR/2016-194) of Canada.
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Textile Flammability Regulations of Canada 
(SOR/2016-194) 
Test method:  Flammability of Textiles—Method F01(2023-05-02)
                           CAN/CGSB-4.2 No.27.5-2023
Textile products other than bedding 
Sample: ____A fleece____
Fabric Surface:    Raised 
Based on the preliminary testing, the surface and the direction of the sample to be tested is as below:
Tested surface: Face
Tested direction: Lengthwise 

Test Results:
Original

Flame Spread Time (Sec.) Burn Code
1. / 1. SF
2. / 2. SF
3. / 3. SF
4. / 4. SF
5. / 5. SF
6. / 6. SF
7. / 7. SF
8. / 8. SF
9. / 9. SF
10. / 10. SF
AVG.         Sec. For #        Specimens

Burn code:
Code Description
SF Surface Flash

Flammability Requirement:
Textile products other than bedding
1)  Products without raised fibre surface: The flame spread time for textile products without a raised fibre surface 
must be greater than 3.5 seconds.
2)  Products with raised fibre surface: The flame spread time for textile products with a raised fibre surface that 
exhibits ignition or fusion of its base fibres must be greater than 4 seconds.

Dry cleaning & Washing instructions:
In original states.

Comment:
The submitted sample complies with the flammability requirements for textile products other than bedding items 
under Textile Flammability Regulations (SOR/2016-194) of Canada.
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Sample Photo

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***
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